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PART - A

Note : Answer any 15 Questions — All Questions carry Equal Marks.

(Marks:10x3=30)

Define Cement ?

What is meant fine aggregate and coarse aggregate?.
Define Admixtures ?

What are the groupting admixtures ?.

Define polymer concrete and uses?

What are the application of light weight concrete.?
What are the post tention concrete ?

What are the three process of pre fabrication ?
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What are the types cracking ?

10. Explain shortly isolation jointing ?

PART-B

NOTE: (i) Answer all questions choosing either division (A) or division (B) of each question

(if) All divisions carry equal marks. (Marks : 14 x5=70)

11 (A) (i) Explain about the ingredients concrete ?
(i) Explain briefly about the producion of concrete?

[OR]



(B) (i) Explain types of cement and use?

12 (A) (i) What are the classification of admixtures?

[OR]

(B) (i) What are the mix design procedure and 1Scode method?

13 (A) (i) Explain the 1) Shortcrete or guniting concrete  2) fibre reinforced concrete?
[OR]

(B) (i) What are the characterstics of light weight concrete?
(ii) Precautions to be application of light weight concrete ?

14 (A) (i) Explain the methods of post tention concrete ?
[OR]
(B) (i) Explain the requirements of form work ?

15 (A) (i) Explain the types of cracks?
(i) Explain the assessment of cracks ?

[OR]

(B) (i) What are the method of repairing work ?



